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Å Potential end-use applications for lignin with 

high market volumes already in the short 

term are

ü Phenol formaldehyde (PF) resins

ü Versatile dispersants 

Å Cost-efficient, environmentally friendly and 

simple modification methods are still needed 

to improve the lignin applicability

Towards lignin commercialisation
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Techno-economically feasible lignin upgrading

technologies to tailor the lignin properties already at 

the biorefineries towards the target end-uses 

ü CatLignin: Highly reactive lignin for phenolic 

resins 

ü LigniOx: Water soluble polyelectrolytes for 

concrete plasticizers and versatile dispersants 

e.g. for paints, inks, coatings 

Technologies for improved applicability to 
boost the lignin commercialisation



CatLignin - Highly 

reactive lignin for resins



High-volume market with increasing demand

üGlobal demand 6 Mt/a in 2013

ü7.2 Mt/a volumes expected by 2019

Main drivers for lignin use in phenolic resins

üHigh phenol price fluctuating with oil price

üDemand for non-toxic and environmentally

friendly products

Market potential for lignin based phenolic resins

Sources: CEH marketing research 2005 & MarketsandMarketsòPhenolic Resins (Resols, Novolac and Others) Market for Wood-adhesives, Molding

Compounds, Laminates, Insulation and Other Applications: Global Industry Perspective, Comprehensive Analysis, and Forecast, 2014-2020 
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Substitution of phenol with lignin in PF resins

ÁOnly part of phenol can be replaced with lignin in PF resins 

due to lower reactivity

ÁMethoxyl groups limit the reactivity - especially with

hardwood lignins



CatLignin ïHighly reactive lignin by thermal treatment

Thermal treatment of black liquor activates lignin 

already before separation and produces highly 

reactive lignin for phenolic resins

V Compatible with existing lignin separation processes

V Dewatering properties, yield and purity comparable with 

current commercial kraft lignins

VTT Patent Applications: WO2016207493, WO2018115592



Tailor-made properties by adjustment of heat
treatment conditions

Activation demonstrated with 

different industrial softwood (SW) 

and hardwood (HW) black liquors

Å Up to six fold increase of reactive 

sites for PF resins with HW 

Å Activation by lignin demethylation 

and demethoxylation

Å Control by process conditions 

Å Proven in lab and pilot scale

Theoretical reactive sites based on 31P NMR: 1 x G-OH, 2 x p-H-OH, 3 x (Catechol-OH /2) 
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Controlled molar mass

Å New phenolic functionalities

formed also by

depolymerisation

Å In addition to the reactive

functionalities, also molar

mass can be adjusted

2

3

4

5

6

7

8

2000 2500 3000 3500 4000 4500 5000

R
e

a
c

ti
v
e

 f
u

n
c

ti
o

n
a

li
ti

e
s

. 
m

m
o

l/
g

Molar mass, Mw

Phenolic OH Reactive sites

SW CatLignin



Higher reactivity in PF resin synthesis and curing

Å Three times higher formaldehyde consumption with SW CatLignin compared to the commercial 

reference

Å Faster curing enabling shorter reaction time or lower temperature ïor higher phenol replacement 

levels
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Improved bonding strength in Birch plywood

ÁNearly 20% increase in birch plywood strength at 50% phenol substitution level with SW CatLignin

compared to commercial reference kraft lignin

ÁSignificantly improved wood failure also after boiling test

Birch plywood, resins and tests (EN 314-1) by an industrial partner

Leppävuori et al. International Symposium on Wood, Fibre and Pulping Chemistry, 2017  



Conclusions on CatLignin

Thermal treatment of black liquor demethylates
and demethoxylates kraft lignin resulting in 
highly reactive lignin for PF resins

Å Up to six times more reactive sites

Å Properties can be controlled by conditions

Å Applicable to SW and HW kraft lignin

Å Faster curing & improved plywood bonding quality
enabling higher replacement levels

Å High number of phenolic functionalities beneficial
also for other end-uses, e.g. improved
antioxidative properties shown



LigniOx

for dispersants



Markets for lignin based surface active agents

V 8-10 Mt/a plasticizer admixtures for cement/concrete 

V 5.5 Mt/a dispersant market expected by 2020  

V 1.8 Mt/a dispersants for paints and coatings in 2017

Large market volumes ïdispersants, emulsifiers, detergents, and 

foaming agents are needed in many industrial processes and 

consumer products

Demand for sustainable and cost-efficient surface active agents 

with high performance is increasing

End-use applications similar to lignosulphonates and 

synthetic polyelectrolytes, e.g. polycarboxylates

Global dispersing agent markets 2016-2017, Technavio.com

Global dispersants market, Research report 2017, QYR Chemical & Material Research Center.

Frost& Sulivan (2007), European Coating Dispersant Markets, M120-39. 
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High lignin content, Ó 15 w-%

Tinit. < 80 ÁC, t = 30 min

Ready-to-use 

LigniOx solution

Kalliola et al., Alkali-O2 oxidized lignin - A bio-based 

concrete plasticizer, Ind. Crops Prod, 2015 

Soda lignin Ref (SL) 

Lignin conversion to water soluble anionic 

polyelectrolyte by alkali-O2 oxidation 

ÁSafe and cost-efficient chemicals enabling integration to 

biorefineries

ÁAdjustment of lignin properties by oxidation conditions for 

wide range of applications

ÁApplicable to various lignin side streams

FI20135986, US9676667 (granted) 

WO2015/049424 (pending)

WO2017/077198 A1 (pending)

LigniOx technology for high performance lignin
dispersants


